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A simply-supported multi-walled carbon nanotube (MWCNT) is 

considered. Its vibrations will be studied in a cylindrical coordi-

nate system. The elastic constants in Hooke's law depend on the 

CNT wall diameter, which is why each wall has its own elastic con-

stants. CNT vibrations are described by the Sanders-Koiter shell 

theory. To derive partial differential equations (PDE) describing 

self-induced variations, a variational approach is used. The PDEs 

of vibrations are derived with respect to three projections of dis-

placements. The model takes into account the Van der Waals forces 

between CNT walls. The three projections of displacements are 

expanded in basis functions. It was not possible to select the basis 

functions satisfying both geometric and natural boundary condi-

tions. Therefore, selected are the basis functions that satisfy only 

geometric boundary conditions. To obtain a linear dynamic system 

with a finite number of degrees of freedom, the method of weighted 

residuals is used. To derive the basic relations of the method of 

weighted residuals, methods of variational calculus are used. The 

vibrational eigenfrequencies of single-walled (SW) CNTs are ana-

lyzed depending on the number of waves in the circumferential 

direction. With the number of waves in the circumferential direc-

tion from 2 to 4, the vibrational eigenfrequencies of CNTs are 

minimal. These numbers are smaller than those for the vibrational 

eigenfrequencies of engineering shells. Anisotropic models of trip-

ple-walled (TW) CNTs were investigated. In their eigenforms, there 

is interaction between the basis functions and different numbers of 

waves in the longitudinal direction. This phenomenon was not ob-

served in the isotropic CNT model. The appearance of such vibra-

tions is a consequence of structural anisotropy. 

Keywords: nanotube, Sanders-Koiter shell model, Van der Waals 

forces, nonlocal elasticity. 
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Introduction 

CNT vibrations are extremely important for many nanomechanical devices, such as charge detectors, 

sensors, and devices for autoelectronic emission [1]. CNT vibrations are often observed during the processing 

and obtaining of nanocomposites. Wave processes in CNT-based nanodevices are studied in detail in articles 

[2, 3, 4]. CNT simulation approaches can be divided into two groups. The first group is a simulation based on 

molecular dynamics [5, 6], which requires huge computer resources. The second group is the construction of 

continuum models based on the mechanics of deformable solids. There are not many works that are devoted to 

the construction of shell models of CNT vibrations. In [7], a linear shell model is used to describe the vibrations 

of simply-supported CNTs. In [8], a model of linear CNT vibrations was obtained on the basis of the theory of 

Flygge shells with account taken of nonlocal elasticity. In studying the geometrically nonlinear dynamic de-

formation of CNTs, rod models are mainly used. In [9], continuous nonlinear beam models are used to model 

the nonlinear vibrations of MWCNTs. Nonlinear vibrations of the MWCNTs embedded in an elastic medium 

are considered in [10]. Nonlinear vibrations with large amplitudes of double-walled (DW) CNTs were studied 

by the finite element method in [11]. Forced vibrations of DWCNTs are considered in [12]. 

In this article, an anisotropic shell model of vibrations of a MWCNT is constructed. This model is 

based on the Sanders-Koiter shell theory. The interaction between the walls is described by Van der Waals 

forces. A system of PDEs is derived, describing CNT vibrations. To obtain a dynamic system with a finite 

number of degrees of freedom, the generalized Galerkin method is used. Properties of the linear vibrations of 

MWCNTs are investigated. 

Statement of the Problem and Equations of Linear 

Vibrations 
A MWCNT is considered, (Fig. 1). The number of CNT 

walls is equal. This MWCNT’s vibrations will be studied in the 

cylindrical coordinate system (x, θ, z), Fig. 2. The figure shows 

one of CNT walls, which we will denote by the number i. 

The individual deformations of CNT walls are intercon-

nected due to Van der Waals forces. This deformation model is 

explained by the fact that van der Waals forces are much smaller 

than the covalent bonds of neighboring carbon atoms. The vibra-

tions of each CNT wall will be studied on the shell-model basis 

[13]. We denote the three projections of the displacements of 

points of the middle surface of the ith wall by 

( ) ( ) ( )t,x,w,t,x,v,t,x,u iii θθθ  (Fig. 2). Each CNT wall moves rela-

tive to the other walls. To describe wall elasticity, we use the 

nonlocal anisotropic Hooke's law [14, 15]. The elastic constants in 

Hooke's law depend on the CNT wall diameter [16, 17]. Therefore, 

each wall has its own elastic constants. Hooke's law for the ith wall 

has the following form: 

 

Fig.1. The outline of a MWCNT 

 

Fig. 2. Coordinates and unknowns  

of a ith wall of the CNT 
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thickness of each CNT wall; 
( )i
jkY are the anisotropic elastic constants of the ith wall. As follows from [16, 17], 

the following relations hold: ( ) ( ) ( ) ( )iiii
Y=Y=Y=Y 32233113 −− .  

The deformations ( ) ( ) ( )i
x

ii
xx θθθ ε,ε,ε  of the ith wall at a distance z from the middle surface are described as 

follows: 
(i)
x

(i)
x

(i)
x

(i)(i)(i)(i)
x

(i)
x

(i)
xx zk+=zk+=zk+= θ0θ,θθ0θ,θθ0, γγ,εε,εε , 

where ( ) ( ) ( )i
x

ii
x , 0θ,0θ,0, γε,ε  are the deformations of the middle surface of one of the CNT walls; ( ) ( ) ( )i

X
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the changes in curvature and torsion of the middle surface. 

As was shown in [13], CNTs are well described by the Sanders-Koiter theory. Then the elements of 
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The variation of the potential energy of the ith СNT wall is presented in the following form: 
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We introduce (2) into equation (3) and perform integration by parts. Then, as a result, we obtain the 

following expression for the variation of potential energy: 
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The variation of the kinetic energy of the ith CNT wall takes the following form: 
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where ρ is the material density. The virtual work of external surface forces is defined as follows: 
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x qpp ,,  are the projections of external forces on the (x, θ, z) axes. To derive the CNT motion 

equations, we use the Hamilton principle  
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where t1, t2 are some time values. We introduce (5, 6, 7) into equation (8) and obtain the following vibra-

tional equations of the ith CNT wall:  
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We introduce relations (4) into (9, 10, 11) and obtain the following system of vibrational equations 

of the ith CNT wall 
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where ( ) ( ) ( ) ( ) ( ) ( ) ( ) ( ) ( ) ( ) ( ) ( )iiiiiiiiiiii
QQQQPPPPLLLL 432143214321 ,,,,,,,,,,,,Λ  are linear differential operators, which have 

the following form:  

)(∇)()( 22 ⋅µ−⋅⋅Λ = ,     ( ) ( )[ ] ( )[ ])(
∂

∂1
)(

∂

∂

)( 31 ⋅
θ

⋅⋅ i
j

i

i
j

i
j Y

R
+Y

x
=L , 

( ) ( )[ ] ( )[ ])(
∂

∂

)(
∂

∂

)( 32 ⋅⋅
θ

⋅ i
j

i
j

i

i
j Y

x
+Y

R
=P ,      ( )

( )

32,1,),()(
2

=j
R

Y
=Q

i
ji

j ⋅⋅ , 

( )( ) ( ) ( ) ( ) ( ) ( ) ( )( )i
x

iiii
x

i

i

iii
i

kX+kX+kX
R

=wvuL θθ
θ

33231324
∂

∂

2

1
,, , 

( )( ) ( ) ( ) ( ) ( ) ( ) ( )( ) ( ) ( ) ( ) ( ) ( ) ( )( )i
x

iiii
x

i

i

i
x

iiii
x

i

i

iii
i

kX+kX+kX
xR

+kX+kX+kX
R

=wvuP θθθθ
θ

33231323221224
∂

∂

2

3

∂

∂

,, , 

( )( ) ( ) ( ) ( ) ( ) ( ) ( )( ) ( ) ( ) ( ) ( ) ( ) ( )( )+kX+kX+kX
R

+kX+kX+kX
x

=wvuQ
i

x
iiii

x
i

i

i
x

iiii
x

i
iii

i
θθθθ

θ
23221222

2

1312112

2

4
∂

∂

∂

∂

,,  

( ) ( ) ( ) ( ) ( ) ( )( )i
x

iiii
x

i

i

kX+kX+kX
xR

θθ
θ

+ 332313

2

∂∂

∂2
. 

The CNT under consideration consists of the N walls that are interconnected by Van der Waals forces. Fol-

lowing [18], the projections of the van der Waals forces, qi, acting on the ith CNT wall are determined as follows: 
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the depth of the potential; σ is the parameter that determines the equilibrium; a is the C-C bond length; m is a posi-

tive integer.  

Now we write a PDE system describing the geometrically nonlinear deformation of MWNTs. Equa-

tions of motion (12–14) should be applied to each of the embedded CNT walls. Then we write the equations 

of motion for a MWCNT as 
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 i=1, …, N.   (16) 

We emphasize that the connection between the CNT walls during vibrations is realized through Van 

der Waals forces (15). 
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We write vibrational equations (16) with respect to dimensionless variables and parameters 
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Relations (4) in dimensionless form will take the following form: 
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Dynamical system (16) in dimensionless form looks like this: 
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We represent these three PDEs in the following operator form: 
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The dimensionless change in the curvature and torsion of the middle surface is defined as follows: 
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The dimensionless Van der Waals forces acting on CNT walls take the following form: 

( )∑ δ−δ
N

j=

jjiiiji wwc=q
1

~~~~ , 

where 
( )

( )

( )
( )













δδ

σπ
−

δδ

σπ
δε 13

13

12
7

7

6
~

16

~9009~~210~~
ij

ji

ij

ji

jij E
+

E
+

=c ; ( )

[ ]∫
π

θ−

θ
2

0

22cos
~

1

~
m

ij

m
ij

k

d
=E ; ( )1

11
4

2
1

27

16~

Ya

R
=

ε
ε ; 

1

~

R
=

σ
σ ; 

( )2

4~

ji

ji

ij
+

=k
δδ

δδ
. 

Further, we consider a simply-supported MWCNT, which satisfies both the geometric boundary conditions 
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Equations of Motion with a Finite Number of Degrees of Freedom 

To study vibrations, the Galerkin method is used [19]. Then it is necessary to satisfy both geometric 

(20) and natural boundary conditions (21). Taking into account relations (1), it is not possible to satisfy natural 

boundary conditions (21). Therefore, the generalized Galerkin method [19] is used, which is often called the 

method of weighted residuals [20]. We choose the expansions of displacements iii wvu ~,~,~ , satisfying only geo-

metric boundary conditions (20) 
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where ( ) ( ) ( ) ( ) ( ) ( )[ ]swcwsvcvsucu
qqqqqq=q

,,,,,, ,,,,,  is the vector of generalized coordinates of dimension N. 

In expansion (22), conjugate forms of vibrations must be present. If they are not taken into account 

in (22) and if such relations are introduced into PDEs (17–19), then conjugate forms will necessarily arise 

due to the presence of terms with ( )i
Y13  and ( )i

Y23  in Hooke's law (1). 

In the variation of potential energy (5), taken into account are natural boundary conditions, which are 

represented by the second integral. These relations are used in the generalized Galerkin method [19]. We 

introduce relations (5, 6, 7) into (8). In the resulting equation, we turn to dimensionless variables and pa-

rameters. Then we get the following relation: 
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where Ai is the dimensionless region of the middle surface of the ith CNT wall; [ ] [ ] [ ]
01
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Variational equation (23) yields the system of equations 
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Then, from relations (24), we obtain a linear dynamic system with a finite number of degrees of 

freedom, which has the following matrix form: 

 0=++ qKKqqM B
&& ,   (25) 

where M is the mass matrix; Kq is the product of the stiffness matrix and the vector of generalized coordi-

nates, which describes the linear terms in equations (24). We emphasize that these terms are obtained by tak-

ing double integrals in (24). The linear terms KBq are obtained by taking the single integrals included in (24). 

From system (25), an eigenvalue problem is easily derived for calculating the vibrational eigenfrequencies 

and modes. 

System (25) describes the linear vibrations of CNTs with an arbitrary number of walls.  
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Numerical Vibrational Analysis of Single-walled СNTs 

To verify the theory presented above, a numerical simulation of the eigenfrequencies of the linear vi-

brations of an isotropic CNT was carried out. A single-walled (SW) CNT with parameters [13] was considered: 

Eh=360 N/m, D=0.85 eV, ν=0.2, ρh=0.7718·10
-6
 kg/m

2
, R1=0.65 nm, where 

D is the cylindrical stiffness; Eh is the longitudinal stiffness; ν is Poisson's 

ratio; ρh is the mass per unit length. To calculate vibrational eigenfrequencies, 

the problem of eigenvalues, which is derived from system (25), is solved. 

The results of calculating vibrational eigenfrequencies are given in 

Table 1. The first column of the table shows the quantity L/R1. The calcula-

tions were carried out for different CNT lengths. The second column presents 

the first eigenfrequency published in [13]. In this article, the vibrations  

Table 1. The eigenfrequencies  
of an isotropic SWCNT  

L/R1 ω1, Hz [1] ω1, Hz  

0.5 8.189·10
12

 8.193·10
12

 

1.0 4.968·10
12

 4.972·10
12

 

5.0 1.042·10
12

 1.043·10
12

 

10.0 3.288·10
11

 3.290·10
11

 

50.0 1.468·10
10

 1.469·10
10

  

of CNT continuum shell models were studied using the Sanders-Koiter theory. The third column presents the first 

eigenfrequency in Hz, obtained on the basis of the approach considered in Section 3. Thus, the first eigenfrequen-

cies obtained by the two methods are close. 

Eigenfrequencies of a simply-supported anisotropic SWCNT are studied. This SWCNT is described 

by the chiral indices, (n, m)=(15, 15). The SWCNT parameters were taken as follows: 

 Kρ=742 N/m, Kθ=1.42 nN·nm, r0=0.142 nm, ρh=0.7718·10
-6

 kg/m
2
,  (26) 

where Kρ, Kθ are constant forces associated with the stretching of the carbon-carbon bond and the angular 

curvature of bonds; r0 is the carbon-carbon bond length. The parameters of Hooke's law (1) 
( )1

ijY  were calcu-

lated using the method proposed in [16, 17]. 

The results of calculating the eigenfrequencies of a simply-supported anisotropic SWCNT are pre-

sented in Fig. 3. Here, the eigenfrequencies for n=1 and n=2 expansions (22) are shown depending on the 

parameter πR1/L. The solid line represents the eigenfrequencies obtained using the approach presented in 

Section 3. The diamonds in Fig. 3 show the eigenfrequencies published in [14]. The proximity of the eigen-

frequencies obtained by the two different methods is the evidence that the eigenfrequencies calculated by us 

are correct. As the parameter πR1/L increases, the eigenfrequencies increase. 

We study the dependence of the vibrational eigenfrequencies of a simply-supported anisotropic SWCNT 

with parameters (26) on the number of waves in the circumferential direction of n expansion (22). The results of 

this analysis are shown in Fig. 4. It shows the dependence of the eigenfrequencies ωi on the number of waves in 

the circumferential direction. The calculations are presented for three parameter values πR1/L: 1, 2.5; 4. For the 

parameter values πR1/L=1; 2.5; 4, the minimum eigenfrequencies are observed at n=3; n=3; n=4, respectively. 

As follows from [13], in isotropic CNT shell models, the minimum eigenfrequencies are observed at 

n=1 or n=2. In the shell considered here, the minimum eigenfrequencies are observed at somewhat larger n. 

  

Fig. 3. The first eigenfrequencies at n=1 and n=2 Fig. 4. The dependence of vibrational eigenfrequencies  
on the number of waves in the circumferential direction n 
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Numerical Vibrational Analysis of MWCNTs 

Let us consider the results of calculating the eigenfrequencies of 

the linear vibrations of isotropic tripple-walled (TW) CNTs. The pa-

rameters of these CNTs are as follows: E=5.5 TPa; h=0.066 nm; ν=0.19; 

ρh=0.772·10
-6
 kg/m

2
; R1=5 nm; R2=5.34 nm; R3=5.68 nm; L=10R3; 

a=0.142 nm; σ=0.3407 nm; ε=2.968 meV, where E is Young's modulus. 

The results of calculating the eigenfrequencies of linear oscilla-

tions on the basis of an anisotropic model are shown in the second col-

umn of Table 2. The first two columns of the table show the number of 

waves in the circumferential direction n and the number mg of the only 

nonzero harmonic in expansion (22), respectively. The results of calcu-

lating the vibrational eigenfrequencies of this isotropic TWCNT (see 

the third column of the table) were published in [21, 22]. So, the results 

of the calculations carried out by different methods are close.  

We study the vibrations of the TWCNT with the chiral indices 

(5, 5); (10, 10); (15, 15), which was considered in [23]. The parameters 

of this CNT have the following values: R1=0.339 nm; R2=0.678 nm; 

R3=1.016 nm; L=9R3; a=0.142 nm; σ=0.3407 nm; ε=2.968 meV. 

The matrix Y of Hooke's law (1) is calculated on the basis of 

the molecular approach presented in [16, 17]. For each CNT wall, the 

matrix Y has its own values. To calculate the eigenfrequencies, the 

approach proposed in Section 3 is used. The results of calculating the 

eigenfrequencies are presented in Table 3. The first column of the ta-

ble shows the number of waves in the circumferential direction n in 

expansion (22). The second column shows the numbers of standing  

Table 2. The eigenfrequencies  
of a TWCNT 

n mg ωi, THz ωi, THz [15] 

1 1 0.0360 0.0360 

1 2 0.1161 0.1161 

1 3 0.2069 0.2069 

2 1 0.0139 0.0149 

2 2 0.0467 0.0466 

2 3 0.0944 0.0944 

Table 3. The eigenfrequencies  
of an anisotropic TWCNT 

n mg 
ωi, THz 

at J1=J2=J3=3 

ωi, THz 

at J1=J2=J3=4 

1 0.21180 0.21180 

2 0.66310 0.66310 1 

3 1.14900 1.14900 

1 0.57870 0.57870 

2 0.64830 0.64830 2 

3 0.83260 0.83250 

1 1.06100 1.06100 

2 1.08173 1.08173 3 

3 1.13830 1.13830 

1 1.53050 1.53050 

2 1.54750 1.54750 4 

3 1.58270 1.58270  

waves in the longitudinal direction m, which make a significant contribution to the decomposition of vibrational 

eigenmodes (22). The third column shows the first three eigenfrequencies obtained with the following parame-

ters of expansion (22): J1=J2=J3=3. 

To analyze the convergence of the obtained eigenfrequencies [12, 13], they were calculated for a lar-

ger number of terms in expansion (22). The results of calculating the eigenfrequencies are shown in the 

fourth column of Table 3 at J1=J2=J3=4. So, the calculation results presented in the third and fourth columns 

are close, which indicates their convergence. 

As follows from the results given in Table 3, only one longitudinal half-wave with the number mg 

prevails in its vibrational eigenmode (22). So, there is no interaction between the vibrational modes pre-

sented in expansion (22). This is due to the fact that the parameters included in Hooke's law (1) satisfy the 

equation ( ) ( ) ( ) ( ) 032312313 =Y=Y=Y=Y
iiii . As follows from the further numerical analysis, at ( ) ( )ii

Y,Y 2313  other than 

zero, there is an interaction between the vibrational modes in expansion (22). 

Note that in all the eigenforms presented in Table 3, all three CNT walls vibrate in phase, i.e., they 

do not move in opposite radial directions. 

The results of calculating the first three eigenfrequencies of a TWCNT are presented in Fig. 5. As 

follows from Fig. 5, a, with an increase in n starting from 1, the first eigenfrequency is constantly growing. 

The minimum value of the second and third eugenfrequencies is observed at n=2. 

Consider the polychiral DWCNT whose electronic structure is discussed in [24]. Its chiral indices 

are: (9, 6) (15, 10). This CNT has the following wall radii: R1=0.5119 nm; R2=0.8532 nm; R2–R1=0.34 nm. 

The matrix Y of Hooke's law (1) was calculated on the basis of the molecular approach that was proposed in 

[16, 17]. The results of calculating the matrix Y for the two walls are presented in Table 4. The remaining 

CNT parameters were taken as follows: L=9R2; a=0.142 nm; σ=0.3407 nm; ε=2.968 meV. 

To calculate the eigenfrequencies, the approach presented in Section 3 was used. An analysis was 

made of the convergence of eigenfrequencies. Then, in expansions (22), the quantity J1=J2=J3 changes. The 

influence of the quantity J1 on the values of eigenfrequencies was investigated. The results of this analysis 

are given in Table 5. The first column of this table shows the number of terms in expansion (22).  
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a 

 
b 

Fig. 5. The dependence of eigenfrequencies on the number of waves in the circumferential direction:  
a − the first and second eigenfrequencies; b − the third eigenfrequency 

 

The second column shows the numbers of waves in 

the circumferential direction. The third, fourth, and fifth col-

umns show the first three vibrational eigenfrequencies in THz. 

As follows from this table, at J1=J2=J3=3 and 4 the eigen fre-

quencies coincide, which indicates the convergence of results. 

Now consider the properties of the eigenfrequencies 

obtained. The first eigenfrequency ω1 increases with the 

number n of waves in the circumferential direction. The 

minimum value of the second and third eigenfrequencies is 

observed at n=2. With increasing n, the spectrum of the ei-

genfrequencies (ω1, ω2, ω3) becomes tight. At n=1 and n=2 

the spectrum of the eigenfrequencies is not tight, whereas at 

n=3 and n=4 it becomes tighter. 

The results of the analysis of the eigenforms that corre-

spond to the eigenfrequencies (Table 5) are systematized in Ta-

ble 6. The first column of the table shows the number of waves 

in the circumferential direction n. In the second column, the 

numbers of vibrational eigenforms, N , are presented. In the 

third one, the numbers of nonzero vibrational eigenmodes, mg, 

that are present in expansion (22). With the number of waves in 

the circumferential direction n=1 and n=2, the vibrational ei-

genmodes (22) are represented as single-mode expansions. We 

emphasize that the number of a nonzero mode equals the num-

ber of the vibrational eigenmode. At n=3 and n=4 in the expan-

sion of vibrational eigenmodes (22), several vibrational eigen-

modes are present, which is shown in Table 6. Such an interac-

tion between the vibrational modes is explained by the nonzero 

values of the parameters ( ) ( )ii
YY 2313 ,  in Hooke's law (1). 

Thus, if all the elements of the matrix Y of Hooke's 

law (1) are nonzero, then, in expansion (22), there is an inter-

action between the modes at linear vibrations. 

Conclusion 

This article provides a model of free CNT vibrations, 

which is expressed by a system of ordinary differential equations. 

To derive this dynamical system, we use a PDF system de-

scribing the deformation of MWCNTs and the method of 

weighted residuals. Thanks to the use of this method, the basis 

Table 4. The anisotropic elastic constants  
of the polychiral DWCNT 

Chiral  
indices 

Y1x Y2x Y3x x 

368.150 60.240 -0.387 1 

60.240 368.150 0.387 2 (9, 6) 

-0.387 0.387 152.000 3 

369.090 59.300 -0.139 1 

59.300 369.090 0.139 2 (15,10) 

-0.139 0.139 154.190 3 

Table 5. The convergence analysis  
of eigenfrequencies  

J1=J2=J3 n ω1, THz ω2, THz ω3, THz 

2 0.2679 0.8396 – 

3 0.2679 0.8396 1.4750 

4 

1 

0.2679 0.8396 1.4750 

2 0.4650 0.5874 – 

3 0.4650 0.5874 0.8637 

4 

2 

0.4650 0.5874 0.8637 

2 1.1670 1.2010 – 

3 1.1670 1.2010 1.2840 

4 

3 

1.1670 1.2010 1.2840 

3 1.8700 1.8950 1.9460 

4 
4 

1.8700 1.8950 1.9460 

Table 6. The modes of vibrations (22)  
 involved in eigenforms  

n N  mg 

1 1 

2 2 1 

3 3 

1 1 

2 2 2 

3 3 

1 1; 2 

2 1; 2; 3 3 

3 2; 3 

1 1; 2 

2 1; 2; 3 4 

3 2; 3  
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functions over which the vibrations are expanded do not have to satisfy all the boundary conditions of the prob-

lem. It is these basis functions that are used in this paper. The mathematical model takes into account the CNT 

chirality, which is described by the anisotropic elastic constants of the model. Moreover, the nonlocal elasticity 

and Van der Waals forces between the CNT walls are taken into account in the model obtained. 

The vibrational eigenfrequencies of SWCNTs are analyzed depending on the number of waves in the 

circumferential direction n. With the number of waves in the circumferential direction from 2 to 4, the mini-

mum vibrational eigenfrequencies of CNTs are observed. These numbers are smaller than those for the vi-

brational eigenfrequencies of engineering shells. 
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Нелокальна анізотропна оболонкова модель лінійних коливань багатостінних вуглецевих 

нанотрубок 

1 
К. В. Аврамов, 
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61046, Україна, м. Харків, вул. Пожарського, 2/10 

2 
Південно-Казахстанський державний університет імені Мухтара Ауезова 

160012, Казахстан, м. Шимкент, пр. Тауке-хана, 5 

Розглядається багатостінна шарнірно-обперта вуглецева нанотрубка. Її коливання будуть вивчатися в 
циліндричній системі координат. Пружні сталі в законі Гука залежать від діаметра стінки вуглецевої нанотру-
бки. Тому кожна стінка має свої пружні сталі. Коливання стінок нанотрубок описуються оболонковою теорією 

Сандерса-Коітера. Для виведення рівнянь в частинних похідних, що описують автоколивання, застосовується 

варіаційний підхід. Рівняння коливань в частинних похідних виводяться щодо трьох проекцій переміщень. У моде-
лі враховуються сили Ван-дер-Ваальса між стінками нанотрубки. Три проекції переміщень розкладаються за 

базисними функціями. Вибрати базисні функції, що задовольняють одночасно геометричні і природні граничні 
умови, не вдалося. Тому вибираються базисні функції, що задовольняють тільки геометричні граничні умови. Для 

одержання лінійної динамічної системи зі скінченним числом ступенів свободи застосовується метод зважених 
нев'язок. Для виведення основних співвідношень методу зважених нев'язок застосовуються методи варіаційного 

числення. Проведено аналіз власних частот коливань одностінних вуглецевих нанотрубок в залежності від числа 

хвиль в обводовому напрямку. За числа хвиль в обводовому напрямку від 2 до 4 спостерігаються мінімальні власні 
частоти коливань нанотрубок. Ці числа менші, ніж для власних частот коливань машинобудівних оболонок. Дос-
ліджувалися трьохстінні анізотропні моделі нанотрубок. У власних формах спостерігається взаємодія між ба-

зисними функціями з різним числом хвиль в поздовжньому напрямку. Цього явища не спостерігалося в ізотропній 

моделі нанотрубки. Поява таких коливань є наслідком анізотропії конструкції. 

Ключові слова: нанотрубка, оболонкова теорія Сандерса–Коітера, сили Ван-дер-Ваальса, нелокальна 

пружність. 
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